FINAL Potline Roof and Stack Total Results

Magnitude 7 Metals LLC

Potline 1 PARTICULATE (Ibs/ton Al) POM (Ibs/ton Al) FLUORIDE (Ibs/ton Al)
Start Date STtI";: 2 Run | ROOF | STACK @ TOTAL | LIMIT @ ROOF & STACK | TOTAL LIMIT ROOF | STACK | TOTAL | LIMIT
01/12/21 | 9:00 1 4.2 0.4 4.6 7.4 1.5 0.5 2.0 1.9
01/26/21 | 9:00 2 3.3 0.4 3.7 7.4 1.3 0.5 1.7 1.9
02/02/21 | 9:00 3 6.2 0.4 6.6 7.4 2.2 0.5 2.6 1.9
02/23/21 | 9:00 ' 1 POM 7.4 1.3 0.2 15 1.1
03/09/21 | 9:00 K2 POM 7.4 0.8 0.2 1.0 1.1
03/30/21 | 9:05 '3 POM 7.4 1.4 0.2 1.6 1.1

Averages: 4.6 0.4 5.0 7.4 1.2 0.2 1.4 1.1 1.6 0.5 2.1 1.9

Potline 2 PARTICULATE (Ibs/ton Al) POM (lbs/ton Al) FLUORIDE (Ibs/ton Al)
Start Date itﬁ; 2 Run | ROOF | STACK @ TOTAL | LIMIT = ROOF & STACK | TOTAL LIMIT ROOF | STACK | TOTAL | LIMIT
01/12/21 | 9:05 1 3.1 0.9 4.0 7.4 1.2 0.2 1.4 1.9
01/26/21 | 9:05 2 3.2 0.9 4.2 7.4 1.4 0.2 1.5 1.9
02/02/21 | 9:30 3 3.0 0.9 3.9 7.4 1.1 0.2 1.3 1.9
02/23/21 | 9:05 1 POM 7.4 0.9 0.2 1.1 1.1
03/09/21 | 9:05 2 POM 7.4 1.3 0.2 15 1.1
03/30/21 | 9:10 K 3 POM 7.4 1.0 0.2 1.2 1.1

Averages: 3.1 0.9 4.0 7.4 1.1 0.2 1.3 1.1 1.2 0.2 1.4 1.9
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